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ABS TRACT 

This r epor t  covers the  second quar te r  of an 8 month study t o  develop 
a nickel-cadmium c e l l  t h a t ,  a f t e r  being thermally s t e r i l i z e d ,  w i l l  y i e l d  
a power dens i ty  and cyc le  l i f e  approaching t h a t  of  a p re sen t  s t a t e  of the  
a r t  nickel-cadmium c e l l .  The evaluat ion of  a v a i l a b l e  sepa ra to r  systems 
t h a t  began i n  t h e  first q u a r t e r  is continued. Tes t  r e s u l t s  obtained from 
th ree  d i f f e r e n t  asbes tos  mater ia l s  and a high temperature nylon is  pre- 
sented.  Data from test c e l l s  incorporat ing two d i f f e r e n t  polypropylenes, 
a polypropylene-nylon, and an asbestos sepa ra to r  system is  given. X-ray 
d i f f r a c t i o n  p a t t e r n s  obtained from an u n s t e r i l i z e d  discharged n i cke l  
p l a t e  and a s t e r i l i z e d  charged nickel  p l a t e  is  a l s o  shown. 
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I. INTRODUCTION 

This r epor t  covers t he  second qua r t e r  of an e igh t  month study t o  

develop a nickel-cadmium c e l l  which, a f t e r  being s t e r i l i z e d  according 

t o  the  Test Approval Procedure,  w i l l  g ive a paver dens i ty  and cycle  

l i f e  approaching those of a standard nickel-cadmium c e l l .  

I n  the  f i r s t  phase of t h i s  i nves t iga t ion  we evaluated e x i s t i n g  

sepa ra to r  ma te r i a l s .  The procedure was t o  sub jec t  separa tor  t e s t  

samples t o  the  environment t h a t  c e l l s  would be requi red  t o  experience.  

I n  the  second phase of  t h i s  study we incorporated t h e  more prom- 

i s i n g  separa tor  ma te r i a l s  i n  c e l l s .  Af te r  t he  c e l l  c h a r a c t e r i s t i c s  had 

been determined, they were subjected t o  the  Test  Approval procedure. 

The t h i r d  phase of  t h i s  program w i l l  go through a more d e t a i l e d  

eva lua t ion  of t he  e f f e c t  of  t e s t  environment on the  ind iv idua l  c e l l  

components. 
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11. FACTUAL DATA 

A. SEPARATOR SCREENING TESTS 

1. Procedure 

In add i t ion  t o  t h e  separator  materials l i s t e d  i n  t h e  F i r s t  

Quarter ly  Report, severa l  new m a t e r i a l s  were received and evaluated.  

The screening procedure consis ted of measuring t h e  length and 

width of t h e  sample t o  the n e a r e s t  1/64 of an inch. 

ness  was measured t o  t h e  nea res t  0.0001 inch,  and the  weight w a s  

The th i ck -  

determined t o  the  neares t  0.1 mg on an a n a l y t i c a l  balance.  

Each sample under evaluat ion was then placed i n  a s t a i n l e s s  

steel  pressure  ves se l  and immersed i n  34% potassium hydroxide 

so lu t ion .  Af te r  s ea l ing ,  t h e  v e s s e l  w a s  placed i n  an oven which 

was maintained a t  145OC. 

111 hours ,  t he  ves se l  was removed from the  oven, t he  samples were 

ex t r ac t ed  and washed f r e e  of e l e c t r o l y t e .  Af te r  drying t h e  samples, 

any changes i n  the  length,  width,  thickness  and the  weight were 

noted. 

2.  Test  Resul t s  

Af te r  a continuous immersion time of 

a .  Fuel Cel l  Asbestos Board (10 m i l )  

A sample of 10 m i l  f u e l  c e l l  asbes tos  board w a s  received 

from Johns Manville and subjected t o  the  s t e r i l i z a t i o n  r o u t i n e  

according t o  t h e  procedure descr ibed above. The sample de t e r -  

i o ra t ed  t o  a pulpy mass, making ex t r ac t ion  from the  p re s su re  

ves se l  d i f f i c u l t .  The co lor  of the  ma te r i a l  w a s  unchanged and 

the  asbes tos  f i b e r s  appeared t o  be i n t a c t .  
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b. Fuel C e l l  Asbestos Board (15 m i l )  

A sample of 15 mil f u e l  c e l l  a sbes tos  board w a s  a l s o  

received from Johns Manville and subjec ted  t o  t h e  h e a t  ster- 

i l i z a t i o n  rou t ine  a s  above. 

pulpy mass. 

The sample d e t e r i o r a t e d  t o  a 

The extent  of t he  loss of phys i ca l  i n t e g r i t y  

was nea r ly  t h a t  of t h e  10 m i l  board. A s  wi th  the  previous 

m a t e r i a l ,  t he  co lor  did not  change. 

c. High Temperature Nylon 

Samples of a high temperature nylon ( t r a d e  name NOMEX) was 

received from DuPont. A sample of t h i s  material, type 25062, 

w a s  subjected t o  the  s t e r i l i z a t i o n  rou t ine .  The m a t e r i a l  d i s -  

i n t eg ra t ed  completely. No attempt w a s  made t o  test  similar 

samples with the  same base composition. 

d. Pure Asbestos 

Two asbes tos  ma te r i a l s  were received from the  Raybestos 

Corporation. These ma te r i a l s ,  designated a s  7301 and 7401, 

a r e  pure asbes tos  c loths .  The type 7401 conta ins  a small 

percentage of binder. The type 7301 i s  a pyro l ized  vers ion  

of 7401. 

Both samples were subjec ted  t o  the  h e a t  s t e r i l i z a t i o n  

rout ine .  m e  r e s u l t s ,  shown i n  Table I, i n d i c a t e  t h a t  t he  

o v e r a l l  shrinkage was s l i g h t .  The type 7301 asbes tos  showed 

smaller  dimensional and weight changes than the  type 7401. 

It was f e l t  t h a t  i f  a second s t e r i l i z a t i o n  ind ica ted  t h a t  

t he  dimensional and weight changes were very s l i g h t ,  t he  f i r s t  

s t e r i l i z a t i o n  could be employed as a pre- t reatment .  Therefore ,  

a second s t e r i l i z a t i o n  was conducted and d a t a ,  a l s o  shown i n  

Table I, indica ted  tha t  t h i s  was the  case.  It showed t h a t ,  

as i n  the  f i r s t  s t e r i l i z a t i o n ,  t he  type 7301 was l e s s  e f f ec t ed  

than t h e  type 7401. 
-3- 
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The type 7301 asbestos  i s  undergoing f u r t h e r  eva lua t ion .  

sample was subjected t o  t h e  h e a t  s t e r i l i z a t i o n  procedure.  

Af te r  washing and drying, t he  sepa ra to r  w a s  incorporated i n  

a f i v e  p l a t e  c e l l  containing two p o s i t i v e  and t h r e e  nega t ive  

e lec t rodes .  

p ressure  j acke t s .  The s t a c k  wi th  t h e  pressure  j a c k e t s  w a s  

immersed i n  34% potassium hydroxide so lu t ion .  

and discharges were conducted t o  determine the  c a p a c i t i e s  and 

c e l l  vo l tages .  In  each ope ra t ion ,  t he  c e l l  was charged a t  

140 mA u n t i l  both e lec t rodes  were f u l l y  charged and then d i s -  

charged a t  0.75 ampere t o  1.0 v o l t .  The c a p a c i t i e s  a r e  given 

i n  Table 11. No degradation i n  performance was noted. Scal ing 

t h e  capaci ty  up t o  the VO-6HS s i z e ,  the  flooded c e l l  would 

have a capaci ty  of 7.4 Ah.  The vo l t ages  during discharge were 

normal, i nd ica t ing  no high e l e c t r i c a l  r e s i s t a n c e  i n  the  sep- 

a r a t o r .  This separator  i s  now being incorporated i n t o  sea l ed  

c e l l s  f o r  f u r t h e r  evaluat ion.  

A 

The s tack compression w a s  maintained wi th  Luci te  

Nine charges 

B. SEALED CELL OPERATION 

1. Ce l l s  With Asbestos Separators 

The F i r s t  Quarter ly  Report gave the  i n i t i a l  t e s t s  of  the  c e l l s  

containing type 7410 asbestos .  This m a t e r i a l  contained a high 

percentage of f ibe rg la s s .  It indica ted  t h a t  t he  low c a p a c i t i e s  and 

che low p res su res  on charge lead t o  the  supposi t ion t h a t  t he  quan t i ty  

of e l e c t r o l y t e  w a s  i n s u f f i c i e n t  t o  maintain acceptable  performance. 

The quan t i ty  of e l e c t r o l y t e  was r a i s e d  t o  15.0 cc i n  each c e l l ,  and 

then they were charged a t  the  C/10 rate.  

3.0 amperes, a l l  c e l l s ,  including the  con t ro l s ,  gave lower capaci ty .  

On discharge a t  C/2, 
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TABLE 11. 

CAPACITIES OF F LOODED CELLS W m  
TYPE 7301 ASBESTOS SEPARqTaB 

CYCLE 

1 

2 

3 

4 

5 

6 

7 

8 

9 

CAPACITY TO 1 .O VOLT * 

1.57 

1.64 

1.74 

1.64 

1.65 

1.68 

1.65 ** 
1.58 

* D i s c h a r g e  R a t e  0.75 A ,  Charge R a t e  140 mA 

** E s t i m a t e d  VO-6HS C a p a c i t y  7.4 Ah 
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The c e l l s  mentioned above were not  equal ized p r i o r  t o  charge. 

I n  order  t o  determine if t h i s  f a c t o r  caused the  reduct ion  i n  per-  

formance, a one ohm r e s i s t o r  was placed ac ross  each c e l l  overnight .  

The c e l l s  were then charged again a t  C/10 f o r  16 hours and d i s -  

charged a t  t he  C/2 r a t e .  The capaci ty  of the  con t ro l  c e l l s  in -  

creased 20% while  the  capacity of  the  c e l l s  with the  asbes tos  

separa tor  decreased by approximately 50%. 

I n  order  t o  determine t h e  cause fo r  the low capac i ty ,  t he  can 

of  t he  c e l l  was employed as an ind ica t ing  e l ec t rode  during the  

discharge.  The negat ive  e lec t rode  w a s  l imi t ing  t h e  capac i ty .  The 

c e l l s  with the  asbes tos  separator  were given a s a t u r a t i o n  charge t o  

determine i f  the  capaci ty  could be reclaimed. On d ischarge ,  t he  

capaci ty  w a s  again lower. All f u r t h e r  t e s t i n g  w a s  discont inued.  

2. Cells With Polypropylene and Polypropylene-Nylon Separators  

The F i r s t  Quarter ly  Report covered the  i n i t i a l  manual charging 

and discharging of the  c e l l s  with the  polypropylene and polypropylene- 

nylon separa tors .  

f ac to ry  opera t ion  has  been determined. Several  cyc les  were conducted 

t o  s t a b i l i z e  the  capaci ty .  Each cycle  cons is ted  of charging a t  t he  

C/10 r a t e  f o r  19.5 hours and discharging a t  the  C / 2  r a t e .  

average c a p a c i t i e s  a r e  given i n  Table 111. 

The quant i ty  of e l e c t r o l y t e  necessary f o r  satis-  

The 

Af ter  discharging overnight with r e s i s t o r s ,  t he  c e l l s  were 

placed i n  the  oven with the r e s i s t o r s  removed. The oven tempera- 

t u r e  was maintained a t  145 C, and the  t o t a l  immersion t i m e  w a s  

37 hours. 

0 

I n  add i t ion  t o  the  above c e l l s ,  a "standard" w a s  a l s o  in se r t ed  

i n  the  oven. This consisted of a welded cover and case t o  which a 

pressure  gauge w a s  at tached. No components were i n s i d e  the  c e l l ,  

-5- 



a 

CELL GROUP 

1 

2 

3 

4 

TABLE 111. 

CAPACITIES OF CELLS PRIOR TO INSERTION IN THE OVEN 

NO. OF CELLS 
SEPARATOR SYSTEM PER GROUP 

SM9 1 Polypropylene 4 

EM47 6 Polypropylene 5 

EM12 4.3 Polyp ropy lene -ny lon 5 

Pellon Standard Separator System Jcdr 2 

* Discharge rate 3.0 Amp. 

* Not Placed In Oven 

CAPACITY 
TO 1.OV 

a 
-5a- 



but 15.0 cc of 34% potassium hydroxide was added. 

device w a s  t o  observe the  pressure i n  the c e l l  due t o  the vapor pressure 

of t he  e l e c t r o l y t e .  

The purpose of t h i s  

A t o t a l  of t h ree  s t e r i l i z a t i o n  rout ines  were conducted. Five c e l l s  

were fabr ica ted  w i t h  each separator t e s t e d ,  t h ree  f o r  s t e r i l i z a t i o n  and 

two as controls .  P r i o r  t o ,  and a f t e r  each s t e r i l i z a t i o n ,  a l l  f i v e  

c e l l s  were charged and discharged i n  s e r i e s .  The e f f e c t  of the  

s t e r i l i z a t i o n  rout ines  on the c e l l s  w a s  assumed t o  be the d i f fe rence  

between the  cont ro l  c e l l s  and those t h a t  were i n  the  oven. Table I V  

shows the  capac i t ies  of the  c e l l s  with the var ious separa tors  compared 

t o  the  control  c e l l s  with the same separator  systems. 

In  addi t ion  t o  the drop i n  capaci ty ,  the  p l a t e a u  vol tages  de- 

creased a f t e r  the  s t e r i l i z a t i o n  rout ines .  This i nd ica t e s  t h a t  the 

i n t e r n a l  r e s i s t a n c e  of the c e l l s  has  increased. The drop i n  the p la teau  

vol tages  of the  c e l l s  t h a t  were s t e r i l i z e d  compared t o  those of the 

cont ro ls ,  a l s o  is  shown i n  Table I V .  

I n  an attempt t o  determine whether c e l l s  can be s t e r i l i z e d  i n  the  

f u l l y  charged s t a t e  by maintaining a t r i c k l e  charge while they a r e  i n  

the  oven, f u l l y  charged c e l l s  were placed i n  the  oven and t r i c k l z  

charged a t  100 mA i n i t i a l l y ,  The charging r a t e  w a s  gradually in-  

creased t o  250 mA and maintained a t  t h i s  r a t e  f o r  30 hours of the 

37 hour s t e r i l i z a t i o n  period. During t h i s  per iod,  the  pressures  and 

vol tages  were low, a s  indicated i n  Table V. The c e l l s  were removed 

and allowed t o  cool overnight. 

r a t e ,  3 . 0  amperes, yielded very l i t t l e  capacity.  

The following discharge a t  the C / 2  

From the da ta  i n  Table V, i t  i s  evident t h a t  the  c e l l s  i n  the 

oven were not on overcharge. This suggests t h a t  the  self-discharge 

ra te  a t  145OC i s  grea te r  than 250 mA. 

-6- 



TABLE I V .  

COMPARISON I N  CAPACITY BETWEEN CONTROL CELLS 
AND THOSE CELLS THAT HAVE UNDERGONE THE STERILIZATION PROCEDURES 

SEPARATOR SYSTEM 

po lypropy l e n e  -ny 101 
EM 124.3 

Polypropylene 
EM476 

Polyp ropy 1 ene 
sM9 1 

PERC 
? r i o r  To 
j teri l .  

0% 

t 2.3% 

t 7.0% 

NT CHANGE C 
Af t e r  1st 

S t e r i l .  

+ 4.5% 

+ 5.2% 

+ 7.9% 

Cells Charged a t  600 mA f o r  16 Hours 
Cells Discharged a t  3.0 Amperes 

MPARED TO C 
A f t e r  2nd 

S t e r i l .  

- 2.8% 

- 0.8% 

+ 0.6% 

iTROL CELLS 
A f t e r  3 r d  

S t e r i l .  

- 14.6% 

- 0.8% 

+ 0.6% 

* Cells That Were Subjected t o  t h e  S t e r i l i z a t i o n  Routine 

TABLE V. 

CELL PRESSURES DURING STERILIZATION OF CHARGED CELLS 
AND CAPACITY AFTER STERILIZATION 

SEPARATOR SYSTEM 

Polypropylene-nylon 
EM 124.3 

Polypropylene 
EM476 

Polypropylene 
SM9 1 

Cont r o  1 

NO. OF CELLS 
PER GROUP 

1 

3 

3 

1 

AVERAGE 
PRESSURE* 

54 

53 

54 

41  

AVG . CAP. 
OF CELLS 

4.95 

4.13 

4.80 

-- - 

Voltage 
D i f f .  

-40 mA 

-40 mA 

-60 mA 

AVG. CELL 
VOLTAGE 

51 4 

u 9  

422 

- - -  

5.85 Ah 

5.16 Ah 

5.80 Ah 

'. 

VOLTAGE 
SPREAD 

1.14-1.24V 

1.19-1.24V 

* A t  end o f  37 hour pe r iod .  Charging r a t e  250 mA f o r  l a s t  30 hour s .  
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I n  order  t o  determine i f  t he  capac i ty  was i r r e v e r s i b l y  l o s t ,  t he  

c e l l s  were charged a t  C/10 f o r  16 hours.  Af t e r  2 hours of charge,  

one c e l l  containing the  polypropylene-nylon sepa ra to r  developed an 

e l e c t r i c a l  s h o r t  and was removed from the  c i r c u i t .  A t  t he  end of 

charge, t he  vol tages  were very high. The average vol tages  and the  

spread are shown i n  Table V I .  The subsequent discharge gave lower 

c a p a c i t i e s  than experienced a f t e r  the  t h i r d  s t e r i l i z a t i o n  and a r e  

shown i n  the  second column. C e l l  vo l tages  were a l s o  h igher .  Af te r  

the  d ischarge ,  t he  c e l l s  were shor ted  overnight  and a s h o r t  test w a s  

conducted. This consis ted of charging a t  C/10 f o r  10 minutes and 

monitoring t h e  vol tage  a f t e r  a 24 hour s tand.  A l l  c e l l s  showed a 

minimum 1.18 v o l t s  ind ica t ing  t h a t  no e l e c t r i c a l  leakage had developed. 

A t  t he  end of t h i s  two day s tand ,  high r e s i d u a l  pressures  were 

s t i l l  ev ident .  The c e l l  atmosphere was evacuated and t h e  c e l l s  

p ressur ized  t o  50 p s i  with oxygen. 

charge,  t he  c a p a c i t i e s  d id  increase  as shown i n  Column 3 .  On the  

t h i r d  charge, the  c e l l  vol tages  decreased s l i g h t l y .  The discharge 

a t  C/2 showed t h a t  t he  capac i t i e s  were i n  excess of those a t  t he  end 

of t h e  t h i r d  s t e r i l i z a t i o n  rou t ine .  

On the  subsequent charge and d i s -  

The foregoing r e s u l t s  suggest t h a t  s t e r i l i z a t i o n  i n  the  f u l l y  o r  

p a r t l y  charged s t a t e  cannot be accomplished because a degradat ion i n  

capac i ty  occurs.  

completely i r r e v e r s i b l e ,  some hydrogen pressure  i s  b u i l t  up i n  the  

However, while  t h e  degradation i n  capac i ty  i s  not  

c e l l  when t h e  c e l l  i s  charged-discharged t o  reclaim the  capaci ty .  

While charging and discharging s i m i l a r l y  t r e a t e d  c e l l s  t o  determine 

i f  t he  capaci ty  l o s t  during s t e r i l i z a t i o n  can be reclaimed, re ference  e l ec -  

t rode  measurements were made t o  determine which e l ec t rode  w a s  respon- 

s i b l e  f o r  t he  l o s s  i n  capacity. These measurements ind ica ted  

-7- 
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t h a t  the  loss w a s  due to  a degradation a t  t he  p o s i t i v e  e lec t rode .  

X-ray examination of t h e  p l a t e s  before  and a f t e r  s t e r i l i z a t i o n  in-  

d i ca t ed  t h a t  a r e c r y s t a l l i z a t i o n  of a c t i v e  material occurs  a t  t he  

su r face  of t he  p l a t e s  when they are exposed t o  the  high temperature 

environment i n  a charged s t a t e .  This i s  shown i n  Figures  1 and 2 

(before and a f t e r  s t e r i l i z a t i o n ,  respec t ive ly)  where the  Ni(OH)2 

peaks r e l a t i v e  t o  the  nickel  peaks a r e  much more prominent a f t e r  

s t e r i l i z a t i o n .  

C . STERILIZATION OF COMPONENTS - 
P o s i t i v e  and negat ive s tacks were subjected t o  the  Test Approval 

Procedure. These s t acks  w i l l  be  incorporated i n t o  c e l l s  a s  spec i f i ed  

by Task I1 of the  Work Statement t o  determine the  e f f e c t  of s t e r i l i z a t i o n  

i n  t h e  ind iv idua l  c e l l  components. 

-8- 



111. PLANS FOR FUTURE WORK 

1. Asbestos separa tor  Type 7301 w i l l  be incorporated i n  c e l l s .  

These c e l l s  w i l l  be operated e l e c t r i c a l l y  t o  determine i f  t h i s  

ma te r i a l  i s  s u i t a b l e  a s  a separa tor  ma te r i a l .  The c e l l s  w i l l  

then be subjected t o  the  hea t  s t e r i l i z a t i o n  rou t ine  i n  t h e  

discharged state.  

2 .  The c e l l s  with the  polypropylene and polypropylene-nylon sep- 

a r a t o r s  w i l l  be opened, f looded, and a r e fe rence  e l ec t rode  

w i l l  be incorporated,  The c e l l s  w i l l  be charged and the  

r e s p o n s i b i l i t y  of each e l ec t rode  f o r  t he  high charge vo l t ages  

w i l l  be determined. 

3. The packs t h a t  were s t e r i l i z e d  w i l l  be incorporated i n t o  

according t o  Task 2 of t h e  Work Statement. 

c e l l s  
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